
PAEK’s 
Tg at tan δ             

( ºC) 
PEEK 157 
K7500 177 

K7500CF30 180 
P3000 214 

Measurements made on annealed samples using 3 point bend fixture  
(except Arylmax K7500CF30 measured (annealed) using single cantilever fixture) 

DMA of High Tg Arylmax® P3000 & Commercial PAEK’s 


